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In paper the principle of shaping and corrective action of the transmission characteristics of thin-film optical
filters guessing importation of a determined optical losses level into the chosen concrete optical layer is considered.
The offered method allows at inappreciable boosting of a losses degree to receive practically planar transmission
characteristic in a transmission band. Besides the principle of the corrective actions guessing variation of an index of
refraction of a chosen layer is considered and allowing to change a period of the transmission characteristic. Along
with it, ways of transmission characteristics formation at the expense of a choice of optical films quantity and indexes

of their refraction are considered
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Introduction

Now most perspective technology considers
technology of wave separation and multiplexing - WDM
(Wavelength Division Multiplexing), which allows
establishing optical networks with practically unlimited
opportunities of growth of transmission rate [1]. The
fundamental sense WDM consists that in one optical
fibre on different wavelengths some parallel information
channels are established. Thus, the channels are located
on identical distance.

The problems of creation of communication systems
with wavelength division-multiplexing are immediately
joined with presence of nonlinear effects in optical
environment of transmission which cause to such
phenomena as stimulated Brillouin scattering, stimulated
Raman scattering, four-wave mixing and so on that
increase error ratio of such systems [2]. Also it is
necessary to mark, that the application of Erbium-Doped
Fibre amplifiers in WDM and DWDM (Density
Wavelength Division Multiplexing) systems drives to
reduction of signal/noise ratio [3].

In this connection the development of filters having
an equidistant arrangement of resonance frequencies and,
accordingly, pass bands and rejection bands is of interest.
The application of such filters in WDM and DWDM
systems allows lowering a level of noises and level of
non-linear interaction products of adjacent channels.

Among known types of devices such properties have
the filters using thin films [4]. Distinctive feature of these
filters is the possibility of equidistant arrangement of
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pass bands. However, for reduction of spectral signal
degradations it is necessary to ensure enough planar
characteristic in a pass bands. Thus paths of regulation of
a frequency interval between bands also are of interest.

I. Principles of a statistical method of

modeling

The classical methods of simulation analysis of a
light transmission through stratified mediums designed in
[5]. However, in them the quantum nature of light was
not taken into account. In these methods the signal is
represented as continuous. In an actual situation the
optical signal is transmitted as group of discrete optical
quantums. Thus, the interaction of quantums with an
optical medium of the filter occurs according to the laws
of a quantum electrodynamics [6].

The thin-film filter represents plurality of dielectric
transparent films of particular thickness providing
separation of an input signal on two directions. To a
direction of signal transmission through the filter, and
direction of reflection an input signals from the filter.
From a point of view of a classical electrodynamics such
filter represents multilayer dielectric medium, the
propagation of electromagnetic waves in which is
determined by known methods. Thus it is supposed, that
the electromagnetic wave represents continuous wave
process. However, according to principles of a quantum
electrodynamics, the light wave consists of discrete
formations optical quantums. The process of
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transmission of optical quantum between optical
mediums is characterized by a reflection coefficient C,,
which is determined for a continuous electromagnetic
wave falling perpendicularly of a plane of the film,
expression:

C, =((ny, —1)) /((ny, + 1))2 (1)
Where n,; — relative index refraction of optical
mediums with refraction indexes n; and n, accordingly.
As against a continuous electromagnetic wave the
value of a reflectivity represents for optical quantum
probability of reflection from a border [6]:

.. N.
0, = lim =t )

Where N,s— quantity of quantums, reflected from a
border, and N — total quantity of quantums falling on a
border of two mediums. Thus the numerical value of this
probability will be matched with a value obtained from
expression (1).

The process of transmission of optical quantum of
the multilayer filter consists of a lot of elementary events
representing transmission through layers with consequent
propagation through a border of optical medium or
reflection from it.

As the transmission through border or reflection is
process defined by an accidental sequence of events of
transmission - reflection, for calculation of transmission
filter responses the method of statistical tests is usable, or
namely a Monte-Carlo method [7].

At simulation analysis according to a Monte-Carlo
method the trajectory of each quantum driving with use
of the pseudorandom numbers generator is determined at
transmission of an optical medium border for result
determination - transmission or reflection.

Thus, each quantum on an output of the filter is
characterized by an own trajectory of transmission thru
the filter and, accordingly, own phase shift as a result of
this. The amplitude of a resulting output signal is
represented as the total sum of separate quantum
amplitudes in view of phase relations. As against
classical computational methods, the statistical method
takes into account an opportunity multiple quantum
reflections between border of optical medium and,
accordingly, influence of the relevant phase shift to an
output signal. For determination of ratios between
amplitudes falling and reflected from a thin dielectric
film waves the formulas of the Fresnel were used [5]. At
a choice of a small incidence angle it is possible to
consider it practically normal to a film surface.

The transmission characteristic of the filtering device
(insertion loss of filter) was determined as:

a=201gA, /A, 3)
where A4;, and A4,,; represent amplitudes of an input and
output cumulative signal.

As an output signal the signal, reflected from the
filter was considered. In more detail principles of
calculation were described in [8].
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II. Influence to the transmission
characteristic of an index of
refraction of some films

In introduced report the numerical modelling of the filter
construction which uses two films is carried out (fig. 1).

o

n2 n3 nl

X1 X2

Fig. 1. The optical filter using two films.

Thus, between indexes of refraction of layers n, and
n; the ratio n,> n; is carried out. Here n, — is index of
refraction of the first layer, n; - is index of refraction of
the second layer, n; - is index of refraction of an
environment. Here x; and x, - thickness of the first and
second film accordingly.

The important factor at modeling of the multilayer
optical filter is the account of change of a signal phase at
reflection from border between two optical mediums
with indexes of refraction n; and n,. In this case phase
shift of the reflected beam, at perpendicular falling on
border of the medium is #, if n, >n; and 0, if n;>n,.

On fig. 2 characteristics of insertion loss for the two-
layer filter are submitted at change of value of the phase
shift inserted by single layers. Thus the index of
refraction of the second layer n; has the constant value
equal 1,5, and an index of refraction of the first layer n,
accepts values: 1,8; 2,2; 2,5; 2,8. Between indexes of
refraction of layers and their thickness the ratio was
carried out:

(n, /ny)(x, [ x3) =1. “4)

Thus equality of phase shifts in each layer for
quantums with identical wavelengths was provided.
Apparently from results of calculations, at rather small
values n, in the center of a passband of the filter
(¢ =m/2+mn) the local increase in attenuation is

observed. It is possible to explain this phenomenon of
influence of a total signal of the quantums reflected from
back border of the second layer of the filter. Their phase
differs on z from a phase of the quantums reflected from
the first layer. And it results in reduction of a level of a
total signal. With increase in value of an index of
refraction of the first layer 7, the number of the quantums
reflected from it increases. Thus influence of the second
layer decreases also the characteristic in a passband
becomes flat. In a backward case the attenuation in a
transmission band is boosted in such manner that the
period of the characteristic diminishes twice.
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Fig. 2. Transmission filters response at n,= 1,8(1);
2.2(2): 2.5(3): 2.8(4).
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Fig. 3. Transmission filters response atn, = 2,2,
n;= 1,5

And so, by a choice of refraction ratio indexes
between layers of the filter it is@sible to operate a view
of the transmission characteristic. Thus it is possible to
change a period between transmission bands.

I11. Dependence of the transmission
characteristic on an insertion loss

18
In the article the different principles of forming of
the transmission characteristics of thin-film optical filters
are considered. The principles guess a choice not only
real but also imaginary part of indexes of refraction of
concrete optical layers.
As was shown above by results of calculations,
at variation of an refraction ifdgx of the first layer n,
from 1,8 up to 2,8 period of the transmission
characteristic is magnified twice. Thus values of
attenuation in transmission and stop bands also vary.
Besides in this work the method of forming of
transmission filter responses guessing variation of an
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imaginary part value of an refraction index of its films
components, namely in losses importation into a concrete
optical layer is offered.

With the purpose of the characteristic non-uniformity
reduction in a transmission band in this work probing
influence on the transmission characteristics was carried
out at the expense of importation into optical layers of a
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Fig. 4. Transmission filters response at importation of
losses with a level of 3 dB in the first layer (a), and in
the second layer (b).

particular degree of losses. The indexes of refraction of
the first and second layer were equal 2,2 and 1,5
accordingly. The transmission characteristic of such filter
is figured in a fig. 3.

At importation of losses (the value of losses is 3 dB)
into the first layer in accordance with magnifying of
attenuation  the  considerable  deterioration  of
characteristics was watched. Thus the relative non-
uniformity of the transmission characteristic in a
transmission band practically remained constant.

At importation of losses into the second layer (the
value of losses is 3 dB), the deterioration also took place,
but its level was appreciably less, than in the first case.
Thus the inappreciable non-uniformity of the
transmission characteristic in a transmission band (no
more than 0,02 dB) was reached practically. The
obtained result is possible to explain by corrective action
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of an influence degree of quantums, reflected from an
outer boundary of the second layer, on non-uniformity of
the transmission characteristic in a transmission band.
The importation of losses into the second layer and
selection of their value allows reducing a level of a
reflected stream of quantums enough to smooth a course
of the transmission characteristic in a transmission band,
having made a value of insertion attenuation in this band
practically constant. Thus it is possible to cancel
probability some magnifying of attenuation in a
transmission band by application of optical amplifiers in
a communication line.

Phase characteristics of the filter at absence and
presence of correcting factors are presented on fig.5, 6.

As follows from curves, correction of transfer
characteristics provides also increase in linearity of phase
characteristics.
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HanpsiMku Ta muisixu (popMyBaHHS Ta KOPEKIIil nepeIaTouYHuX
XapPAKTEPUCTUK TOHKOIJIIBKOBHX ONITHYHUX (iIbTPIB

Leparcasnuii ynisepcumem iHghopmayitino-KoMYHIKAYIUHUX MeXHON02ill
7, Conom sincora eyn., 03110, Kuis, Ykpaina, E-mail: manko_kiev@mail.ru

B crarTi po3risaaroThes METOAU CTBOPEHHS, (OPMYBaHHS Ta KOPEKLIii IIepelaTOuHNX XapaKTePHUCTHK ONTHYHHUX
(iTpTpiB HAa TOHKHMX IUTIBKAaX, SKi IependavaloTh BHECCHHS IICBHOTO DIBHA ONTHYHHX BTpPAT y BH3HAYCHUHA
KOHKPETHHU ONTUYHHMIT [Iap Ta 3MiHy MOKa3HHKA 3aJOMJICHHS BHOPAHOTO ONTHUYHOIO LIapy. 3ampooHOBaHI METOIH
JIO3BOJISIFOTH [IPH HE3HAYHOMY ITiIBUILICHHI PIBHS BTPAT OTPHUMATH HPAKTHYHO IUIOCKY TEPEJaTOUHy XapaKTePHCTUKY
B CMy3i [IPOIYCKaHHS, 8 TAKOXK 3MIHUTHU HEPioJ epeJaTOYHO] XapaKTePUCTHKY B HOTPIOGHY CTOPOHY.

Ha 1oaaTok 10 LbOro po3rIHyTO CIOCOOM (OpMyBaHHS IHEepeJaTOYHHX XapaKTEPHCTHK 33 PaxyHOK BHOODY
KIJIBKOCTI ONTUYHUX IUTIBOK Ta IIOKA3HUKIB iX 3aJIOMJICHHS.

KuarouoBi ciioBa: ontinuHUHA QidbTP, TOHKI IUTIBKY, MOKA3HHUK 3aJIOMJICHHS, BTPATH, KOPEKITis.
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